
Table 39.   Average Quality of Coal Received at Coal Synfuel Plants by State 
Year to Date State 

and Quality1

April -  
June 
2006 

January -  
March 
2006 

April -  
June 
2005 2006 2005 Percent 

Change 

Alabama   
  Btu .............................................................. 12,371 12,351 12,452 12,360 12,428 -0.5
  Sulfur .......................................................... 1.27 1.22 1.19 1.24 1.21 2.5
  Ash.............................................................. 11.78 11.60 11.49 11.68 11.72 -0.3
Georgia   
  Btu .............................................................. W W W W W W
  Sulfur .......................................................... W W W W W W
  Ash.............................................................. W W W W W W
Illinois   
  Btu .............................................................. W W W W W W
  Sulfur .......................................................... W W W W W W
  Ash.............................................................. W W W W W W
Indiana   
  Btu .............................................................. 11,100 11,104 11,089 11,103 11,087 0.1
  Sulfur .......................................................... 2.93 2.93 2.92 2.93 3.23 -9.3
  Ash.............................................................. 9.42 9.43 9.58 9.43 9.51 -0.8
Kentucky   
  Btu .............................................................. 12,370 12,258 12,234 12,304 12,208 0.8
  Sulfur .......................................................... 1.64 1.62 1.59 1.63 1.58 3.2
  Ash.............................................................. 10.01 10.45 10.96 10.27 10.90 -5.8
Maryland   
  Btu .............................................................. W W W W W W
  Sulfur .......................................................... W W W W W W
  Ash.............................................................. W W W W W W
North Carolina   
  Btu .............................................................. W W W W W W
  Sulfur .......................................................... W W W W W W
  Ash.............................................................. W W W W W W
Ohio   
  Btu .............................................................. 12,534 12,508 12,478 12,520 12,543 -0.2
  Sulfur .......................................................... 2.71 2.88 3.01 2.80 2.97 -5.7
  Ash.............................................................. 10.83 10.52 10.51 10.67 10.17 4.9
Pennsylvania   
  Btu .............................................................. 12,770 12,817 12,824 12,796 12,769 0.2
  Sulfur .......................................................... 1.76 1.61 1.70 1.68 1.78 -5.6
  Ash.............................................................. 9.36 9.41 10.03 9.39 9.80 -4.2
South Carolina   
  Btu .............................................................. 12,608 12,606 12,524 12,607 12,641 -0.3
  Sulfur .......................................................... 1.37 1.42 1.30 1.39 1.27 9.4
  Ash.............................................................. 9.84 9.76 9.80 9.81 9.60 2.2
Utah   
  Btu .............................................................. W W W W W W
  Sulfur .......................................................... W W W W W W
  Ash.............................................................. W W W W W W
Virginia   
  Btu .............................................................. 12,523 W W W W W
  Sulfur .......................................................... 1.15 W W W W W
  Ash.............................................................. 11.56 W W W W W
West Virginia   
  Btu .............................................................. 12,512 12,492 12,475 12,500 12,428 0.6
  Sulfur .......................................................... 0.75 0.86 0.81 0.81 0.84 -3.6
  Ash.............................................................. 10.81 11.26 11.17 11.07 11.00 0.6
U.S. Total   
  Btu .............................................................. 12,414 12,337 12,327 12,370 12,312 0.5
 ulfu S r .......................................................... 1.62 1.67 1.65 1.65 1.67 -1.2
 sh............................................................. A . 10.47 10.45 10.63 10.46 10.56 -0.9  

 
1 Quality units are BTU (per pound); sulfur (percent by weight); and ash (percent weight). 
  W = Withheld to avoid disclosure of individual company data. 
  Source:  • Energy Information Administration, Form EIA-3, "Quarterly Coal Consumption and Quality Report - Manufacturing Plant." 
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